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CAMISANA  CLASSIFICATION ELASTOMERS TEMPERATURE/OIL RESISTANCE

MOULDING SOLUTIONS =

V\‘

AS Identication T M D2000 SAE J200 Type and class

AA Butyl, SBR, Natural rubber

Type
AK Polysulphide
BA Butyl, Ethylene Propylene H 250
BC Neoprene® (Chloroprene)
BE Neoprene® (Chloroprene) G 225
BF Nitrile
BG Nirtile, Urethanes O F 200
BK Nitrile §
CA Ethylene Propylene g E 175 A\
CE Hypalon 4
CH Nitrile, Hydrin £ D 150 M
DA Ethylene Propylene S c 195 Peroxid
DF Polyacrylate SETFI)Dh'\l/.:r
DH Polyacrilate, HNBR B 100 IR
EE Vamac (Ethylene Acrylic) NR
EH Polyacrylate A 70
FE Silicone
FK Flugrosilicone 10 20 30 40 60 80 100 120 140 nodemands
GE Silicone K J H G F E D G B A dass
HK Viton (Fluoroelastomers)
KK Per luoroelastomers oil resistance (change in volume%)

good oil-resistant limited oil-resistant non-oil-resistant
rubbers rubbers rubbers
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